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AUTHORS : Balandin, A. Ae, Spitsyn, \_f. 1., DuzhenkoV, V. 1., Bersova,
L. 1. ——
TIT:. Radiochemical method of producing metallic catalysts

PER1ODICAL: Referativnyy zhurnal. Khimiya, no. 24, 1961, 82, abstract
248596 (Tr. Tashkentsk. kxonferentsii po mirn. jspol'zovaniyu
atomn. energii, vo I, 1959. Tashkent, AN UzSSR, 1961, 289-295)

TEXT: The radiochemical stability of solutions of chloro-, hydroxy-, and
chlorohydroxy-substituted complex compounds of platinum was jnvestigated.

The least stable compounds were found to be those having the trans<

coordinate OH-Pt-Cl. Under radiolysis these compounds were completely O<
reduced to the metal. Radiolysis of agueous solutions of P6012 and 3?6014

tends toward the complete reduction of I’c\2+ to the metal. Metallic Pd has
an inhibiting effect on the reduction process. Investigation of the
catalytic activity of platinum blacks in the low-temperature hydrogenation
of cyclohexane ghowed that a black produced by the radiation method has

4 to B’timee higher activity than those produced by the 7elinskiy method
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Radiochemical method of producing... 3438/4534000/024/012/086

of reduction.

Thic ig not i B
translation. ] the case with Pd. [ Abstracter's note: Complete Qi
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| AUTHORS:

! : Bershteyn, L.X.

| paba

| TITLE:

%_ . castings - ,

| .PERIODICAL: 1zvestiya vysshikh u

meta liurgiya, no -3, '

4

R _TEXT: The object of-the,prqsent
R the origin and'signifipance or bright shiny areas observed on
1 dull-grey fracture surfdcab'of-test piaces, examined in the course
! of routine quality.conthI of Cr-Ni-Mo steel castings. '

\ Examination of fracture surfaces of various test pieces;'

' metallographic examination of mi

i and magnetic crack—detection tests made it possible to distinguish

i between two types of ghiny zones:

; .shrinkage cavities, the other corresponding to regions whore
microscopic, intergranular cracks were present in the casting.
The effect of the casting temperature, pouring rate, rate of
cooling (as determined by the time interval during which the

-

. b (.‘.’a_rd:l/ 2
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" Butakov, D.K., Pan'shin, I.Fey Startse_v, VA,
On the problem of jntergranular cracking in steel

chebnykh zavedeniy. Chernaya
1962, 143-149 .

cro- and macro-structure,
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- AUTHORS: - ~Pan'skim, I.F., Bershteyn, L.I., and Nizhel'skiy, P.Ye.

P . : el

E TITLEs The second stage of austenite decomposition and properties
o of steel after refinement :
: , - PERIODICALS . Referativnyy zhurnal, Tekhnologiya mashinostroyeniya, no. 2y

.- Wa2i) steel on the hardening temperature and on tempera
tempering was investigated.
. heated during 15 pin in an electric furnase having
! 920 and 9509C, and they were cooled in oalm air.

method it
420-4309¢C and ends below the partensite point of 310°C.

~ o4l hardened (after-heating-
and oil-hardened samples was
- was carried out at 500, 540,

“lcard 1/2
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AThI LR RE Ak

s/276/63/000/002/012/052 :
- AD52/A126 : .

1963, 56, abstract 2B240 (1zv. Kurganskogo mashinostroit.
_in-ta, I, 1962, 77-81)

The dependence of toughness and hardness of 30X2H2M (30Kh2-
ture and duration of

For hardening, 10 x 10 x 55 mm samples were
temperatures of 890,

By the magnetometric

has been established that austenite decomposition begins at :
Some samples were

to_8900C) for comparison. The hardneos of air
AB300 and HB4TT respectively. High tempering -
580 and 6200C with 20, 90 and 300 min holding !
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S & RN AR S $/276/63/000/002/012/052 *
. r: The second stage of austenite... - A052/4126 :

i - including heating time.  After tempering the samples were 0il cooled. The
toughness was determined on samples at -40°C. Curves of the dependence of
steel hardness on temperature and duration of tempering (after air and oil ——_—
@g;@gp}pg)ugeze_ploited,andmtahlesfofﬂtoughneasﬁandAhardneSSMare~presentadr;ﬁjﬁ*
A8 a result of the investigation it has been established that the formatien '
of bainite structure in the process of hardening contributes to the in-
crease of the amount of residual austenite the decomposition of which leads
to an increase of hardness after tempering at 540°C, As a result of high
tempering at a temperature of over 580°C a good combination of mechanical
properties can be achieved in a steel having a mixed structure after hardsn-
ing oonsisting of upper and lower bainite and martensite., Thsre are 2
 figures and 2 references. = - : - :

T. Kislyakova

(Abstracter's note: Complete translation.)
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ORIDV. s . I . L‘mmn.«.«ﬁny.twﬂ

Using clay emulsions to recondition molding mixtures. Idt, proizv.
no.1:48 Ja '59, (MIRA 12:1)
(Molding mchinery and supplies)
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V. A. (Hoacow). Bershteyns M. L

ORG: none - ' .
. _ . \
TITLE: - preliminary thetmo-echanical treatnent of carbon steel
_SOURCE: AN '§SSR. Izvestiya. Metally, mo- 3, 1966, 118-124

¢ treatment, themomechanical treatment steel

TOPIC TAGS carbon steel, steel hea
40 steel, U9 ecel
\

7 property, Ymome hanical propertyl
chanical treatment (pTMT ) of carbon els st40
rties. steel

ABSTRACT: Prel ome
(0. 43%C) and d_ud 0. 86ZC vas teated in order to improve mechanical
plates were £0-Corr= old rolled with 5 2 D r 50% reduction, tempered 200, 100, 400,
500 or 600C for 1 hr, <=1 hr, heated at 200CIsec up to o0C for ~=for U9 stefls and to
finally tempered 70-—-300c for ]{5 .5 hr.
t 40 cold

950C for gt 40, water quenche ,
jmproved considerably the mechanical properties of both gteels. , '
200C, had 3 tensile strengt\x wE 175 kg/mm" s :
2.5%, compare to 162 kglmm2

. U9 steel, cold
le gtrength ©

§ aread 0

tment were:

andinsignificantly 1
rolled with 5 15 or 50% T

240, 230 and 210 kg [ o f an and & geduction ©
28, 23 and 16%, respectively
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PROVORNOV, Sergey Mikhaylovich; GOLOD, Iosif Semenovich; LERSHIEYN,
Naum Davydovich. Priniral uchastiye KARIPIDI, S.D., kand.
“tekhn, nauk, starshiy nauchnyy sotr.; EYSYMONT, L., red.;
PEREGUDOVA, M., tekhn, red,

[Equipment for motion-picture film printing]Kino-kopirovel'-
neia apparatura., Moskve, Iskusstvo, 1962. 314 p.
_ (MIRA 15:10)
(Motion-picture photography—~Equipment and supplies)
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ISOFIDI, I,Ye,;.IVANOVA, Zh.P.; ZHEBRAK, V.D.; BERSHTEIN, N.V,

- Operation of an electric desalter on a nonionogenic oxyethylene

fatty acid demulsifier, Nefteper. i neftekhim, ne.5:3-5 164,
S (MIRA 17:8)

1, Salavatskly kompinat i Veesoyuznyy nauchno-issgledovatel'skiy

institut po pererabotke nefti i gaszov i.polucheniyu iskusstvennogo

zhidkogo topliva,
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 1.9998-63. -2/EED-2/EE0-2/EDS~—A?F"‘C/ASD/ESD-3-P1-1VPn-h
ACCESSION NR: AP3000531 IR ' s/0106/63/ooo/00;/oo1;/0023
AUTEOR: Bershteyn, P. V. TR Lt

’I‘Iﬂ.r. FllfraTQn of white nois; in precision frequency receivers
'SCURCE? memrosvyaz', no. 5, 1963, 15-23

~TOPIC TAGS: precision frequency receiver, noise filters, phase autometic
ﬁ'eqaency control

ABSTRACT: In a study of white noise filtration, filter bandwidth expressions
are Gerived for precision frequency receivers having variations of phase auto-
matic frequency control (PAFC) which use a filter either before or after the
pnase detector, An example is given in which the maximum permissidvle drift of
~ the center filter frequency is assumed to be 0,003 cps. Then the minimunm
zchievable noise bandwidth would be 1) 0.0188 cps for a receiver without
PAFC, 2) 0,009h4 cps for a receiver with PAFC using & cosine characteristic
phase detector followed by a type 1/1 filter, and 3) approximately 0.00k4 cps
for a receiver using a triangular-characteristic phase destectar followed by

Card 1/2
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L 9996-63 o |
ACCESSION NR: AP3000531 . 0

a type 1/2 filter. A variation which employs synchrophased filters sheed of
thz phase detector as part of the PAFC system would have a greater pull~in range
when using the parameters of the above example, This would permit reducticon

of the hold-in range and a corresponding reduction in noilse tandwidth, Crig.
art, has: § figures, 2 tables, and 39 formulas,

ASSOCIATION: nome . ... ... . . . .

SUBMITTED: 030ct62  DATE ACQ: 03Junb3 ENCL: 00

SUs CODE: 00 NO REF SOV: 005 .. OTHER: 000
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BERSHTEYN, F.Ya.

Y

Solntion of lamb's problem fer an anlusotropie wedium, :zv,
AN SSSR, Fiz, zem. no.6:53.55 '&5, {MIRA 18:7)

1. Khar'kovskly inzhenerno-gircitel'nyy institut.
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BERSUTEYH, PoYa, (Kuartkos)

Torsion waves in an anlsobtrople nomundficr eyiindrical rod,
Tnzh, shur, 5 ne.3: 5740574 VW5, (MTRE 1R:7)
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BERSHTEYN, P.Ya.
Dynamic deformations of cylindrical springs. Prykl.mekh, 6
ol is8-Li51 160, (MIRA 13:11)

1. Srednyaya shkola Bo.lt, Khar'kov.
» ~(-8_pr1ngs (Mechanism))
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' BERSHTEYN, P|.Ya.

! : '
Reflection of waves from the bounda
_ ry of an anisotronic half- .
Izv.l AN SSSR, Ser. geofiz. no0.10:1525.1526 O '61. c(ﬁﬁi ;Ea;!)!
, (Elastic waves) o '

e
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BERSHTEYN, P,Ya,
-, ISR ey . »
Solution of Lamb's problem for media with weak enisotropy,

Izv, AN SSSR. Ser. geofisz, 1n0,3:385-388 Mr 142, (MIRA 15:2)
: (Elasticity)
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i
BERSHTEIN, P, Xa. y prepodavatel’

Inﬁnita hollov an:lsotropio cylinder subjected to external
and infernal uniform-dynamic pressures. Izv. vys. ucheb. zav.j
mashinostr. no;7161-67 162, (MIRA 16:1)

1, Xhar'kovskly politekhnicheskiy institut,
! - (Cylinders)

t
2
i
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FRITYKIN, D.P.; BERSHTETN, R.S.

Roplacing parts of a multicyclone during the operation of a
six’;tering machine, Stal! 23 no.2:115-116 F '63. (MIRA 16:2)
(Separators (Machines)--Maintenance and repair)
——— (Sintering)
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' SUPRUNENKO, R.S.; PRITYKIN, D,P.; NOVIKOV, B.G.; KISSIN, D.4.;
BERSHTEYN, R.S.; SHAELIYENKO, I.D.

Scrubbing of éinterjng furnace gas, Metallurg 9 no,10tl4=15
0'& (MIRA 18:1)

1, Zavod "Zaporoghstal'%,
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SYROMYASSKIY, V.A.; NOVIKOV, B.G.; BERSHTEYN, R.S.; PRITYKIN, D.P.;
OKATYY, K.A.

Automatic control of the return cooling cycle in a sintering
plant. Metallurg 10 no.6:6-8 Je '65, (MIRA 18:6)

1. Zavod "Zaporozhstal'",
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RIZSTL, DJhes ?ERSHTEYQJJB.S.; NOVIKOV, B.G.

Ways of improving the quality of sinter. Matallurg }9.go.”:‘ .
i3-16 J1 165, {WIRA 13:7)

1. Zavod "Zaporozhstal'™,
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BYTKIN, V.N., inzh.; BERSHTEYN, R.S., inzh.; KISSIN, D.A., kend. tekim. nauk

Ways of improving the reducibility of fluxed sinter, Stal! 25
no.7:s577-581 J1 65, ' T (MIRA 1817)

1. Zavod "Zaporozhstal'®,

APPROVED FOR RELEASE: 06/08/2000 CIA-RDP86-00513R000205020017-4"



"APPROVED FOR RELEASE: 06/08/2000

e B O

R Ry R A T Ry

#rSGa, S |
'-USS_R/ﬁElectroni‘cs - Testing ihntﬁmanté v ’ o B i
Teaw 1 Pub. 89 -12/32 .
' v&fhorl’ - 3Bershteyn, S, }
‘Titie 'mﬁmnt used by 1ine-supervisors
ﬁﬂ@uﬂ ‘Radio 2, page 19, Feb 1955 7" .
B Abstract

3A description ‘is given of a combination volt-ohm-microemmeter used by
1ine-supervisors for measur ng voltage and the line insulation resistance.
Drawing and diegram depicting the above component are presented, and check-
ing and adjusting methods explained. Drawing; circuit diagram,

Institution: ,....

Sublmitted: sasee
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GUREVICH, M.I. [Hurevych, M.I.]; BERSHTETN, S.A.

Mechanism of the biologiocal action of ultrasonics. Flziol,zhur,
(MIRA 18:11)

[(Ukro] 10 no.42508-515 Jl-Ag *6le

1. Institut fiziologii im, Bogomol'tsa AN UkrSSR, Kiyev.
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39857
3 a 5/238/62/008/002/003/004%
2‘7 ! Y ' 1015/121S
AUTHOR: Bershteyn, S. A.
TITLE: Effect of ultrasonic radiation on the resistance of erythrocytes to hemolysis

PERIODICAL: Fiziolohichnyy zhurnal, v. 8, no. 2, 1962, 238-242

TEXT: The resistance of erythrocytes to ultrasonic radiation was determined by the photoelectric method
of 1. A. Tesckov and I 1. Gitel'zon. A suspension of 3 cm3 of erythrocytes was subjected to ultrasonic treatment
with a VEM apparatus at a frequency of 800 kc/sec. Hemolysis was preceded by other, apparently structural
changes in the erythrocytes, which resulted in their decreased resistance. The decrease in resistance was found
to be dependent on the intensity and duration of the ultrasonic vibrations. There are 3 figures

(Laboratory of Biophysics, Institute of Physiology im. O. O. Bogomolets Academy of

ASSOCIATION: Laboratoriya biofizyky Institutu fiziologii im, O. O. Bogomol'tsya Akademii nauk URSR
Sciences UKrSSR) Kiev V{/

SUBMITTED: May 29, 1961

Card 1))
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BERSHTEYN, S.A.

Change in the hemolytic resistance of erythrocytes under the influence
of ultrasonic radiation, Fiziol. zhur. [Ukr] 8 no.2:238-242 Mr-Ap '62.
: - (MIRA 15:5
1. Laboratory of Biophysics of the A.A.Bogomoletz Institute of
Physiology of the Academy of Sciences of the Ukrainian S.S.R., Kiev.
(HEMOLYSIS AND® HEMOLYSINS) (ULTRASONIC WAVES—PHYSIOLOGICAL EFFECT)
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EERSHTEYN, S.A.; YEVDOKIMOV, I.R, [IEvdckymov, I.R.]

Device for measuring the erythrocyte diameter by light diffractioen,
Fiziol. zhur [Uku]8 no.4:553-556 Jl-Ag '62. (MIRA 1834)

1. Laboratoriya tkaninnoi dozimetrii Institutu fiziologii im. 0.0.
Bogomolt'tsya AN UkrSSR, Kiiv,
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BARABOY, V.A.; EERSHTEYN, S.4.
Folarographic activity of serum proteins in asute radiziion slckness
and the preventive administration of propyl gallate, Ukr.bLlokhlm,
zhur, 34 no,1:32-39 ‘62, (M4 17:5)

1. Laboratory of bicphysies of the Inalitnie of I'hysinleogy of the
heademy of Sciences of the Ukrainian S S.R,; Kiyev.
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'L 18825-63 ~ BDS
ACCESSION NRi AP001517 - 8/0238/63/009/003/0369/0376 / ;
| AUTHOR: Bershtevn, S, A, B ' j;D .

TITLE: Effeot of ultrasound on :ertain norphélbgical and .physiooohemi'cal
characteristics of the peripheral blood :

SOURCE: _!'iziologiehwf‘y_ ghurnal, v, 9, no. 3 1963' 369'3?6
TOPIC TAGS: Ultrasound, erythrocyte tragility.éhanogrm

ABSTRACT: Author reviews some controversial data in published studies on the
subject of the effect of the wltrasound on erythrocytes and other blood cells
of the red series in vitro and in vivo. His conclusion'from his own previous
studies was that, contrary to findings of others, ultrasound does affect
erythrocytes not only in vitro, but in vivo as well, He now extended his
previous studies using 7 series of 10 rabbits cach, exposing them to ultrasound ‘
pulses of 800 kilooycles from Vmgand UTP-lfultrasound apparatus for up to 15 —
! seconds at 0,3 to 3 watts per squilre centimeter over a vasellne-coupled pulser .

~

iCard 1/2 I —
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L 1882563 _ e N
ACCESSION NR: AP01317 - } /

to shaved skin, He then determined photoeleotrically the erythrocyte hemolysis
kineties at 1, 2, 4, 6, 10 and 15 hours later, while other hemogram parameters
[ were studied concurrently, Hemogram changes roughly paralleled the intensity

i of the impulse but varied in degree, peak time and duration, Author concludes
that ultrasound affects not only the circulating erythrooytes and their dmmature !
predecossors, but also the corresponding hemopoietic areas as well as the i
erythrocyte scavenger tissues, Orig. art, has: 3 figures,

| ASSOCTATION: Laboratoriya tkany*nnoyi dozy*metriyl Insty*tutu fiziologiyi im, P
0. O. Bogomol'tsya Adademiyi nauk USSR, Ky*yiv (Tissue Dosimetry Laboratory of the;

Physiology Institute of Bogamolets, Kiev)
SUBMITTED: 00 : DATE ACQ: 21lJun63 EXCL: 00
SUB CODE: A . %O REF SOV: 009 , OTHER: 009 -
t . | card 2/2 e e ~~, S
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"ACC NR:~ AT60365L5 ~ SOURCE CODE: UR/0000/66/000/000/01T41/01427)"
AUTHOR: Gurevich, M. I.; Bershteyn, S. A. '
ORG: none

TITIE: The role of changes in tissue partial oxygen pressure in the regulati_ox'; of
local blood circulation during acute hypaxia [Paper presented at the Conference on
Problems of Space Medicine held in Moscow from 24 to 27 May 1966]

SGURCE: Konferentsiya po problemam kosmicheskoy meditsiny, 1966, Problemy

kosmicheskoy meditsiny. (Problems of space medicine); materialy konferentsii,
Moscow, 1965, 141-142

TOPIC TAGS: hypoxia, circulatory system, oxygen consumption, blood pressure

| ABSTRACT: A study was made of the character and direction of local vascular reac-.

.tions as mechanisms of circulatory regulation during hypoxia. Acute hypoxia|
was induced in chloralose-nembutal anesthetized cats by making them !
breathe oxygen-poor gas mixtures. Changes in pOj and tissue blood flow
‘were determined in upper hind leg muscles, abdominal epidermis, and the ¢
parietal region of the cerebral cortex. Blood pressure was measured on the
femoral artery. Tissue pO2 was measured by the polarographic ! T
method. Tissue blood flow was recorded thermoelectrically, A special de-
vice was used for synchronous recording of the dynamics of changes in tis-
‘sue blood flow, tissue pO2, and systemic arterial pressure.

| Cord 1/2 | B s e
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"ACC NR ATG036545 |

It was found that during acute hypoxia, tissue oxygen supply is not uni-
form. The cerebral cortex receives the best oxygen supply at the expense
of skeletal muscle, skin, and some other organs, as a result of a redistri- f

bution of blood accomplished by a complex of changes in peripheral vascular
.tonus.

Changes in local vascular resistance and adequate systemic arterial {
pressure provide a biood flow pattern satisfying tissue oxygen req\urementa.i

The mechanisms of local vascular tonus regulation in hypoxia are not !
“yet understood and’ require further study. "[W.A. No. 22; ATD Repart 66-116]
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AP6033152 iR , SOURCE CODE: UR/0238/66/012/005/06b9/065i: n
AUTHOR: Bershteyn, 5. A. | /e '
S e

5

ORG: Division of Circulatory Physioloy, Institute of Physiology im, 0. O.

Bohomolets, Academy of Sciences UkrSSR, Kiev (Viddil fiziolohiyi krovoobihu Instytutu
fiziolohiyi Akademiyi nauk UkrSSR)

TITLE: Changes ia chief hemodynamic indices in cats under conditions of insufficient
oxygen in inspired air

SOURCE: Fiziolohichnyy zhufnal, v. 12, no. 5, 1966, 649-654

TOPIC TAGS: animal physiology, cardiovascular system, hypoxia, gas environment,
respiratory physiology, cat

ABSTRACT: Cha.nges in cardiac ejection, general peripheral resistance, and systemic
arterial pressure were studied in cats breathing nitrogen-oxygen, mxtures containing
7.5% or 6% oxygen. Experimental animals were under chloral-Nembutal anesthesis.
Hemodynamic indices were determined using the method of "thermodilution," with a
sensor capable of measuring intravascular temperature with an accuracy of 0.05C
inserted through the carotid artery into the lumen of the aorta. Experiments showed
that decreasing the oxygen content in inspired air causes pronounced hypertension,

due to an increased rate of cardiac ejection combined with heightened general periph-
eral resistance. Cardiac ejection intensifies because of increase in the systolic

Card 1/2 _' ’
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index. . As. the oxygen deficiency in inspired air increases, systemic nrterinl‘
pressure is maintained at a corresponding level chiefly by increase in cardiac eJec- _

: , tion. Or:l.g u-t has: 2 fimes md 2 tuhleu "
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GAVRILOVA, M.A., Coktor tekim.nmrkj:ARTOBOLEVSKIY, S.I., doktor tekhn,
. nauk; BERSHTEYN, S,1,, kand.' tekiwr, neuk; BOLGAKOV, A.A., kand,

kand, TOIOM. "WYX, IERNER, A.Ya., doktor tekim. nank; MEYEROV,
M.V., doktor tekhn., nauk ; SUKHOV, N.K., doktor teskhn. nank;

FEL'DBAWM, A.A., doktor teklm, nauk; FILIPPOVICH, B,I., doktor
tekhn, nauk; KHAMOY, A.V., doktor tekhn, nglk; SHORYGIN, A.B.,

doktor tekhn. nauk

[Terminolbgy on the basio concepts of automatic control] Termino-
logiia osnovnykh poniatii avtomatiki; doklad. Moskva, 1960, 31 p.
(International Federation of Automatic Control, ost Internationa
Congress, Moscow, 1960, Doklady, no,232) (MIRA 14:8)

1. Natsional'nyy komitet po avtomaticheskomu upravieniyu. Nauchno-
tekhnicheskiy komitet terminologii. 2. Nauchno-tekhnicheskiy ko-
mitet terminologii Natsional'nogo komiteta SSSR po avitomatichesko-
m upravleniyu (for all),
(Automatic control—Terminology)
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Foreign practices for painting the sutmarine part of a shipfé hull
Mor.flot 16 no,11:28-30 W56, (pI(;xA ldzi)

l. TSentral'nyy nauchno-issledovatel'skiy inatitut morskogo flota.
(Ships—Painting)
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USSR /hemical Technology. Chemical Products H-4
and Thelr Application
Corrosion., Protection from Corrosion.

Abs Jour: Referat Zhur - Khimiya, No 1, 1958, 1615

Author : Zobachev Yu., Bershteyn V., Kuznetsov V.,
——

Means of Protecting Inside Surfaces of Tankers
from Corrosion.

Title

Orig Pub: Morsk., flot, 1957, No 4, 15-18

Abstract: A presentation of the results of investigations
of the causes of corrosion damage (CD) to in-
slde surfaces and structures of a large number
of forelgn tankers. The average magnitude of
CD averages 0.28 mm/year during the first 9
years of operation, and 0.38 mm/year during the

Card 1/5
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USSR A hemical Technology, Chemical Products H-U
and Their Application
Corrosion, Protection from Corrosion.

Abs Jour: Referat Zhur - Khimiya, No 1, 1958, 1615

subsequent years., During transportation of dark
grades of petroleum products the rate of corro-
sion of the ships 1s approximately 3 times less
than in shipping of 1light petroleum products,
Procedures for the protection of the tankers
from corrosion are listed. Tanker structures
made from clad stainless steel., The vinyl resin
base coatings can be utilized over prolonged
periods at temperatures not exceeding 50-60°¢, or
on brief exposures to temperatures of 85-05¢.
Also effectlve 18 a coating of Saran, which is
sometimes used with an aluminum powder filler.
To enhance the quality of the protective coating
use is made of etching primers containing phos-

Card 2/5
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USSR /A hemical Technology. Chemical Products H-4
amd Their Application

Corrosion. Protection frcm Corrosion.
]

Abs Jour: Referat Zhur - Khimiya, No 1, 1958, 1615

phoric acid. Good results were also obtalned
with coatings based on epoxy-resins, ethynol-
and neoprene lacquers.. Other materials that

can be used to protect inside surfaces of
tankers include coatings having a base of furan-
and phenol resins, thiokol, polyamides, etc.

On a number of tankers corrosion 1s controlled
by drying the ailr inside the tanker by means of
a "Cargoecare” unit. Corrosion inhibitors, which
are added to the ballast water, are not util-
ized at the present time for economical reasons.
Among the corrosion inhibiting agents that are
added to the cargo the best results were obtained

Card 3/5
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USSR /A hemical Technology. Chemical Products H-4
and Their Application
Corrosion. Protection from Corrosion.

Abs Jour: Referat Zhur - Khimiya, No 1, 1958, 1615

with "Santolen S". In the washing of surfaces
of empty tankers use has been made of a 5%
solution of Na,S10; in fresh water containing
1% (by weight) of NaOH. In the United States
and England extensive use 1s made of cathodic
protection, by means of Mg-anodes, for the cor-
rosion control in ballast carrying tankers.
A6Z3 alloy has been used for the anodes., 1In
England a 2-step system of protection has been
used, in which, during the initial stage, the
primary anodes, weighing 60-80 kg each and in-
stalled inside the tanker, are supplemented
by temporary, additional, anodes of circular

Card 4/5
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USSR [ hemical Technology. Chemical Products
and Their Application
Corrosion. Protection from Corrosilon.

Abs Jour: Referat Zhur - Khimiya, No 1, 1958, 1615

shape, by means of which a rapid formation
of g l’urotective calcareous layer on the metal,

is effected.
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H}BANH Beutalyan I-'vovich,.,.&g_s EYN, Vladimir Abramovich,; GUREVICH,
Ye.S., spetsred.; KUZNETSOV, A. D., red. izd-va,; EOTLYAKOVA,

0,I., tekhn, red.

[New paints and varnishes for shipo] Novye iakokrasochnye materialy
dlia okrapki sudov. leningrad, Izd-vo "Morskol transport,” 1958. 89-p.
(Ships--Paint ing)
(Paint)
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. SOV/B1-59-12-42732
‘pranslation frome Referativnyy zhurnal. Khimiya, 1959, Nr 12, pp 273-274 (USSR)

AUTHOR: .. Bershteyn, V.A.

. L —
TITLE: The Protection of Sea Ship Hulls Against Corrosion by Non-Hetal
. Coatings . :

PERIODICAL: V sb. 7ashohita morak. sudov ot korrozii. Moscow. "Morak. trane-
: port", 1958, pp 58-62 - . :

ABSTRAQT: The studies of the recent years have been described which have been
carried out by TsNIIMF on protective coatings. In the natural
tests. two. systemg, were used: 1) ethinol on iron minium (EX2Zh-40)
4 layers, NIVK-2'paint 2 layersj; 2) based on vinyl compoundss
‘primer VL-02 1 layer, the anticorrosion composition KhS-78 3 layers,
the not-overgrowing composition KhS-~79 2 layers. Both these sya-
tems have shown the considerable advantages of these coatings
against the former ones as to their stability as well as the pos-
sibility of application under unfavorable meteorological condi-

. tions. Ethinol coatings-are insufficiently stable during storing,
Card 1/2 have an unpleasant smell and are unstable to the action of sun
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SOV/81-59-12-42732
The Protection of Sea Ship Hulls Against Corrosion by Bon-Hetal Coatings

rays, but due to their cheapness they are used on a broad scale in ship yards.
Vinyl coatings have also been tested on ships. The absence of industrial pro-
- duction and their high cost prevent their broad application. For the protec-
tion- of the inner surface of tankers/against corrosion TsNIIMF has developed
benzene-petroleum-resistant ooatingé’of cold drying based on egoxide? ethinol, *
polyurethane, phenolformaldehyde and vinyl materials., For natural tests on o
tankers four systems have been chosen based on ethinol, copolymers of chloro- \//:
vinyl with vinylidenechloride, bakelite varnish with eluminum powder and epoxi-

de resins. For the protection of reservoirs and sections of drinking and feed
water two systems have been proposed based on the copolymer of chlor vinyl

with vinylidenechloride: 1) primer KhS-04 layer, enameI‘VKhE-&OZ} 3 layers;

2) primer KhS-04 1 layer, varnish VKhL-400 KhS-74) with sluminum powder 3

layers.

T. Fabrikant
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SRS HTE YN, Ve

BERSHTEYN, V., insh,; YELIN, I., iunszh.; XOGAN, N,, inzh,

AL IIIINNEF sins for shi i Mor. flot 18 no,1:
p repairs, Te 0 o
Peasibility of using epoxyre (MIRA 11:1)

10-12 Ja '58,
1, TSentral'nyy fi;amhho-iulédovatel'lkiyifinstitut morskogo flota.
" (Snips, Maintemance and repair)

(Gume and resins, Synthetic)
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BERSHTEYN, V.A.; ERASIL'SHCHIKOVA, B.L.; MATVEYEV, V.M.; RYT, B.Sh.;
y Q.M. ' .
]

tine the underwater portion of seagoing
Paints used for protecting P Do emagolng

(MIRA 12:8)

ships' hulls from corrosion and fouling.

=72 1 - ’
n-7 P (Paints) (Shipe--Painting)
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- BERSHTRYN, V.A., insh,; KRASIL'SHCHIKOVA, B.L., inth.

Nonmetallic ceatings used fer pretecting oil-tanker tanks frem
corrosion, Sudestroenie 25 ne.3:38-42 Mr '59.
. (MIRA 12:5)
(Pretective coatings) (Tank vessels)
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s/081/61/000/020/060/089

B102/B147
4 : . i
; AUTHORS: Bershteyn, V. A., Yelin, I. A.. Kclenkina, T. A. )
f TITiE: Epoxy-pléatxc’coatinga for corrosion protection of ship

structures

PERIODICAL: Referativnyy zhurnal. Khimiya, no. 20, 1961, 263 - 264,
abstract 201195 (Sudostroyeniye, no. 5, 1961, 41 - 45)

TEXT: In order to protect structural elesments in shipbuilding agajinst
corrosion, reinforced epoxy coatings with low-temperature (15 - 25 c)
solidification were proposed and tested under natural conditions. The

coatings were found to. have good anticorrcsive, dielectrical, and
mechanical properties.. [Abstraoter's note: Complete tre.nslation.]

-Card 1/1
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BERSHTEYN,V.A,
- Some results of the testing of gpoxide resins and their utilization
" in repair work, Plast.massy no.6:34-40 161, (MIRA 14:5)

(Bpoxy resins)
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BERSHTEN, V.A., ingh.; YELIN, I.A., ingh,; KOLENKINA, T.A,, insh,

- Epoxy coatings for the protection of structural ship elements
against corrosion, Sudostroenie 27 no.5:41-45 My '61,
(MIRA 14:6)

r

§Shipa—Corroaion)
Epoxy resing)
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; TSODIKOVA
RSHTETN,Vhvy_inzh,; KASHAYEV, L.N., inzh.; RIT, E.Sh., inzh.; T50 ,
= s,T., inzh.; Prinimali uchastiye: KRASIL'SHCHIKOVA, B.L., inzh.;
' KONONOVA, N,I., inzh.; MATVEYEV, V.M., inzh.

in
Results of testing synthetiec antifouling paints for seagoing ]
ships. Sudostrosnie 28 no.414l-44 Ap '62, (MIRA 15:4)
(Fouling of ship bottoma) (Ships-~Painting)
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8/0%2 62/025/004/013/026

B105/B101
AUTHORS: ¢likman, L. Aoy and Bershteyn, V. A
TITLE: Examinations of the long gervice 1life and creep during pure

bending of glass plastics
PERIODICAL: Zavodskaya laboratoriya, Ve 28, no. 4y 1962, 474 ~ 480

TEXT: Bending tests were conducted %o study differences in the behavior

of glass reinforced plastios gubjected %o joad, which were caused by
various structural and design gactors, and also by aggressive media and
elevated temperatures (30 - 90 ¢). Pure bvending tests are recommended for
glass reinforced plastics. Extrapolation for 100,000 hrs was conducted on
the basis of 1000 hr-tests owing to the lineal dependences of o on log Ty
and 108 f oq O1 108 T respectively. froq = fy0tal " fo)h/G ijg the reduced

deflection, with fo being the initial deflection after 20 - 40 seo and h

experimental.checking. Correlation equations are given for the flexing
life 07 glasse reinforced plaatica: patin glass fabric 8/3 with lubricant M
card 1/2 o ‘ L e '

being the thickness. ‘The correciness of extrapolaticn'still requires ¢ ':'_wt:f*i:‘71“;

APPROVED FOR RELEASE: 06/08/2000

CIA-RDP86-00513R000205020017-4"



"APPROVED FOR RELEASE: 06/08/2000 CIA-RDP86-00513R000205020017-4

8/032/62/028/004/013 /026
Examinations of the long service... B105/B101

((ACTT(G)-CZ) (ASTT(b)-Sz) fabrie) + TH-1 (PN-1) resin (polymaleic ester) .

in air : log 7= 6.9 - 0.29 ¢ (kg/mmz); ditto in sea water: log v = 5.71
- 0.43 o; 8/3 fabric prepared with 5% "BC-9 (GVS-9) organosilicon
composition + PN-1 resin in air: log 1t = 9.37 - 0.26 0; in sea water:

. log T = 8.23 - 0.28 0. 8/3 fabric with GVS-9 and TH-3 (PN-3) resin

" (polymaleic ester) in air: log v = 9.94 - 0,32 o} in sea water: log 7= 3.34 .,
- 0.36 0. 8/5 fabrioc with GVS-9 and binder 911 (polyacrylic ester) in air:
log 7 = 14.55 - 0.46 o; in sea water: log v = 7.36 - 0.31 0. Creep fests
proved glass reinforced polyester resins to be anisotropios fred wasg

15 times larger in tests at an angle of’45°. There are 6 figures and 1
ta.ble. R )

Card 2/2
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- ACCESSIGN MR: A¥3005337

) 5/0181/63/005/008/2270/2277

 AUTHORS; Bershteyn, V. A.; Glikman, Le Ao - - ' o 5

%TITLE: . Time dependence of strengbh in heterogeneous materials . % _
B _ :'g'SOUWJE:,» Fizika t.ve;rddgo.t.ela; Ve 9 no. 8, 1963, 22'10-2'277»

TCPIC “?AGS: time dependence, strength, heterogeneity, fiberglass, durability,-

.| sea 'water, fresh water, polymer, glassy state, elastic state, anisotropy, stress -

o % . i o .
':_Aés?ate (‘ | ) \g , \{ \

| ABSTRACT: Systematic study of stremgth in fiverglass from gold casting of 16

. hdifferent ‘structures has sgov.m that an exponential dependence_of duﬂability on - !
‘! stress (on the order of 107 - 10° miltiples of time--up to 103 ~ 10% hours) is ;

-5} fundamentally valid for two types of stress slt.iate (pure bending and tension) in’

 ajr, sea water, and frésh water. Only individual variations were observed, and

..": some of these were co,m}ected with instability of the properties of the plastic

C- iwith time., On two types of»fiberglass, it was shown that thesexponential function

' {of Zhurkov, T= [, €XP (-uﬁ'f‘ﬂ) , is°valid until the tempcrature reaches the

1

N
o

: Card
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_',;.;‘p:; point of vitrification'of the binding medium." IThe value of 'Co {initial life or--.--—=~7
| durability) has proved!! ﬁbe’ as, for homogenedus bodiés; equal to the vibration . b
_-.i period of the atoms (10=++ - 10" sec), The'indicated equation is considered o
©+ | inapplicable with unchanging coefficients for: fsolymers if the temperature interval -

.. | embraces glassy and highly elastic states. It :is shown that the sffect of the time

.- factor on strength of: fiberglass vari\gd between rather wide limits, depending on

++ such factors as type -0f) glassy fiberstand nature of their surface treatment, compa- :

.. :sition of the binding medium, anisotropy, and type of stress state, A distinctivs

© . effeét of the indicated factors is demonstrated for an aggressive enviconment (sea

. Lwater or fresh water), :Orig, art, has: 6 figures. . : T

B tfiASSOCIATION: Tsentral 'nyxy nauchno-issledovatei'skiy institut Morskogo' fldt.a, .
. . Leningrad (Cenbral Scientific Research.Institute for the Merchant Marine) ‘

| {SURMITTED: 29Mar63 = . pqp ACQ:  06Sepb3 . ENML: o
ClsumGonE: P i o pur SOV: oL L OIHER: 002
R e : |
,! O : Sl
(. = F::';I < . [ .l' .
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Effect of thermochemical treatment of glass fibers on ereep
of polyester glass reinforced plastica in the air and in
sea water, Plast, massy no,11:36-41 '63, (MIRA 16:12)
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BERSHTEYN, V,A.; KRASIL'SHCHIKOVA, B.L.; NIKONOVA, S.N.; SHABADASH, A.N.
Mechaniam of the effect of the thermochemical treatment of glass

fibers on the strength of polyester glass plastics. Plast.massy
no,10:30-35 '63, (MIRA 16:10)
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BERSHIEYN, V.A., inzh.; Prinimali uchastiye: KRASIL'SHCHIKOVA, B.L.,
inzh.; NOVIKOVA, Ye.V., inzh,; LAV(V, A.V., irzh.; GOKOV, D.I.,
inzh.; KITAYCHIK, V.A., inzh,; GLIKMAN, LeAey prof,, dektor tekhn,
nauk; SUFRUN, L.A., kand.tekhn.nauk, nauchnyy red,; STRUMPE, P.I,,
kand.tekhn.nauk, otv.red,

[Stress-rupture strength and creep of glass-reinfurced rlastics
for use as shipbuilding material,] Dlitel'naia proghnost' i
polzuchest! stekloplastikov kak sudestroitel'nykh materielov,
Leningrad, Izd-vo "Morskoi transport," 1963, 92 p. (Leningrad,
TSentral'nyi nauchno-issledovatel'skii institut morskoge flaota,
Trudy, no. 53) (MIRA 17:6)

1. Sotrudniki TSentraltnogo nauchno-issledovatel!skogo
kotloturbinnogo instituta imeni Pelzunova (for Crekov, Kitaychik),
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BERSHTEYN, V.A.; GLIKMAN, L.A,
TSI

Effect of the type of the stres

of the strength of polyester

lab. 29 no.10:1230-1235 163,

sed state on the time dependence
glass reinforced plastica. Zav,

(MIRA 16:12)

1. TSentra.l'nyy nnuchno-iaaledovatel'akiy Institut morskogo flota,
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* AUTHORS: Bershteyn, V. A.; Petrova, L. V. ' f :
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: ORG: none !
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 TITLE: Evaluation of various methods for the introduction of fillers into fiber- |
. glass p;astic in terms of their long-term strength };roperties T

. SOURCE3: Plasticheakiye massy, no. 11, 1965, 57-61
' filler, solid mechanical property, plastic strength

' TOPIC TAGSs ,fiber glass, epoxy plasticylaminated plastic, p enolic plastic/ AGM-B
- filler, AGM=9 filler, STER epoxy plastic :

. ABSTRACT: This investigation was conducted to evaluate three different methods for
. the introduction of fillers into fiber-glass plastics, in terms of their long-term -
¢ properties, viz, time dependence of strength and creep. The methods of filler
4 addition studied were: a) the cloth was treated with amine~containing fillers
7 AGM-3 or ACM-9; b) the glass [ibers were covered with a usual paraffin emulsion
_or gpecial filler AGM-3 (No. 652); c¢) L% of ES compound, containing an epoxy 4
: group, was added to the binder. The time dependence of strength and creep “of the

; fiber-glass plastics prepared by the three different methods was tested in air and '

Gard 1/ o uwe 6780696721678 0Ls39. s
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The experimental procedure followed here is described by L. A, Glikman ’
; and V. A. Bershteyn (Zav, lab., No. L, LTh, 1962), and the results are presenbed |

i in graphs and tables (see Fig. 1). .
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L 20381.¢6
ACC NR: AP6006SLT o
gensitive method for the evaluation of the technique of adding fillers to fiber- ;
glass plastics is a test of their strength in water. The introduction of fillers
into the epoxy-phenolic plastic of type STER by adding the latter to the lubricant
was found to have definite advantages over other methods, It is suggested that
the connection between -the rethod of filler introduction and the leng-term
strength of plastics in water is te be found in the fogrmation of bonds between the
fiber-glass layers which are resistant to hydrolysisd The work was carried out |
under the supervision of N, Ya, Voytsekhovich. "Orig. art. hess 1 table and 3

. graphs, 7

| SUBCODE: 11/  SUBM DATE: none/ ‘ORI REF: 013/ OTH REF1 010
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BERSHTEYN, V. 0. (Engineer), POPLAVKIN, D. L. (Engineer, Riga), SHKURATOVSKTY, G. D.
(Engineer, Tallin), SAPIRO, L. S. (Candidate of Technical Sciences, Donetsk), and
MAZUS, A, A, (Engineer, Tallin)

"The production of welding materials from local raw materials, improvement of power
sources, and personnel training".

Report presented at the 3rd Baltic Conference on Welding, convened by the Sovnarkhozes
of the Lithuanian SSR, Latvian SSR, and Estonian SSR, 8-9 April 1964, Vilnyus.

[Avtomaticheskaya SVARKA, No. T, 1964 p. 95)
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, sov/137-59—3r5506
Translation from: Referativayy zhurnal. Metallurgiya, 1959, Nr 3, p g1 (USSR}

AUTHORS: Bershteyn, Ya. A, Verigin, V. N.

/
TITLE: Electrothermics in the Aluminum Industry (Elektrotermiya v
alyuminiyevoy promyshlennosti)

PERIODICAL:+V sb.: Legkiye metally. Nr 4. Leningrad, 1957, PP 69-175

ABSTRACT: Immediate production of pure Al by direct reduction of A1;03 with
carbon in an ore-reduction furnace is impossible. Hence, the process
is carried out in two stages: In the first stage of the process the
smelting of electrothermal Si-Al alloy (up to 7090 Al) is carried out.
In the second stage the primary alloy obtained is reprocessed into Al
alloys for the preparation of structural Al alloys oT technically pure
Al, The effectiveness of the process to 2 great extent depends on the
utilization of high-silicon Al alloys (siliceous residues), which
inevitably form a5 byproducts in the processing of primary Si-Al
alloys into Al and its alloys. Calculations show that preparation of
Al by the electrothermal method is most effective when the primary
Si- Al alloys obtained are reprocessed into various casting alloys
Card 1/2 which usually contain Si as @ neceéssary component. In the
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SOV/137-59-3-5506

Electrothermics in the Aluminum Industry

preparation of Silumin alloy and technically pure Al from primary electrothermal
alloys a decrease in the specific consumption of energy by 87-93%b, in specific
capital expenses by 67 - 73%b, and in cost by 76~ 85%0b, with an increase in labor
productivity of up to 141 - 109%b, are expected in comparison with the existing
methods,

L. G.

Card 2/2
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137-58-6-11928
Translation from: Referativnyy zhurnal, Metallurgiya, 1958, Nr 6, p 107 (USSR)

AUTHOR: Dershteyn, Ya A

TITLE: Propos.ed Designs for New Aluminum Plants (Novyye tekhni-
cheskiye resheniya pri proyektirovanii alyuminiyevykh zavo-
dov) '

PERIODICAL: Sb. materialov tekhn. inform. Gos. in-t po proyektir.
alyumin., magniyevykh i elektrodn. z-dov, 1957, Nr 1,
pp 4-12 ’

ABSTRACT: Bibliographic entry. Ref. RzhMet, 1958, Nr 6, abstract
. 11927

1. Aluminum--Production. 2. Industrial plants--Design

Card 1/1
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AUTHOR: Bershteyn, Ya.A. 136-5-3/14

TITLE: Development of aluminium production technology in the
sixth Five Year Period. (Razvitie tekhniki proizvodstva
alyuminiya v shestom pyatiletii.)

PERIODICAL: "Isvetnye Metally" (Non-ferrous Metals), 1957, No.5,
pp. 14 - 23 (U.S.8.R.)

ABSTRACT: This article is concerned mainly with electrolytic alum-
inium production methods. Present equipment is characterised
by low unit productivity (due to insufficient mechanisation
and autoration) and the nature of the electrolytic method dic-
tates the high consumption of electrical energy. Working con-
ditions are erally unpleasant. The possibilities of red-
ucing electricity consumption by technological means (for
example, the low current-density method dealt with by G.A.
Abramov and others) and by improvements in plant design, such
as reduction in the resistance of the anode and cathode sys-
tmes, are considered. The use of covered electrolyzers is
8till under investigation and cannot be used in plants under
construction. Discussing working conditions the author men-

card 1/2 tions the fruitfulness of the 1956 competition for improved
bath-working mechanisms, which mske the improvement of working
conditions probable. Other promising design improvements are
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Development of aluminium production technology in the
sixth Five Year Period. (Cont,) 13%6-5-3/14

also mentioned. The possibilities of large capacity electro-
lyzers with current intensities of 125-130 kA, which are to

be built in the U.5.5.R., are considered in the light of exp-
erience abroad, special attention being given to anode arran-
gements with overhead leads. Other questions considered in
the article include the mechanisation of various labour-
consuming operations, installations for waste heat utilisation,
the automation of electrolyzer-operation and the economics of
aluminium production. The last section deals with the elec-
trothermic method in which aluminium and its alloys are pro-
duced by direct reduction oy alumina-containing materials with
carbon in electric fumaces to give aluminjum-silicon alloys
from which aluminium can then be extracted, e.g. with zinc.
The advantages of this method over the electrolytic include
the possibility of much higher unit productivities, the elim-
ination of rectification, of the electric current and the fact
that chemical enrichment of raw materials is unnecessary.
There are 5 references, of which 2 ars Slavic.

AVAIIABLE:
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137-58-6-11927

Translation from: Referativnyy zhurnal, Metallurgiya, 1958, Nr 6, p 106 (USSR)

© AUTHOR: Berw..

TITLE: Proposed Designs for New Aluminum Plants (Proyektnyye re-
: sheniya dlya novykh alyuminiyevykh zavodov)

PERIODICAL: Byul. tsvetn. metallurgii, 1957, Nr 8, pp 34-42

"ABSTRACT: To eliminate shortcomings and perfect the present electro-
lytic method of producing Al, quite a number of new engineer-
ing solutions have been adopted in the field of aluminum-plant
design. The current (I} in the cells is being raised from
60, 000-70, 000 to 125, 000-130, 000 amps. The increase in I is
expected to raise the productivity of cell operators by n35%,
reduce capital outlay by 5-8%, and cut power consumption per
ton Al by 1000 kwh. The current will be led to the anode
from above. This will simplify and facilitate the design of the
cell superstructure, make it easier to service the anode, and
cut labor costs. In addition, the cell will be sealed more de-
pendably by a small gas-collecting hood fastened to the bottom
of the anode jacket along the periphery of the anode and above

Card 1/2 the bath. The advantage of this hood lies in reducing the

APPROVED FOR RELEASE: 06/08/2000 CIA-RDP86-00513R000205020017-4"



CIA-RDP86-00513R000205020017-4

"APPROVED FOR RELEASE: 06/08/2000

137-58-6-11927

¥

Proposed Designs for New Aluminum Plants

volume of suctior by A 1500 m3/hr for a large cell as against 10, 000-

12,000 m3/hr with the standard covering. This will make it possible to
evacuate the most concentrated gases, will cut the cost of the plant and im-
prove the efficiency of gas cleaning. The washing of the gases will yield NaF
suitable for conversion to cryolite, 10-12 kg of which may thus be recaptured
per t Al. Also envisaged 1s the employment of the sensible heat of the gases
taken off by suction. Portable mechanisms for working the electrolyte crust
and to eliminate hand labor are designed, also mechanized equipment and de-
vices for delivering Al,O3 to the cells, machines for extracting the anode
rods, and an automatic lathe to clean them after extraction from the anodes.
A centralized vacuum cleaning system is provided to facilitate and modern-
ize removal of dust from the department. The economic efficiency of these
new engineering solutions is expressed in a cut of unit capital outlay by a
maximum of 12-13% and by & cut in the cost of the metal of 3-4%, Envisaged
for the future is the design of a roofed cell, which will be distinguished by
the absence in it of any crust. This will simplify and ease cell servicing and
will also make it possible to solve the problem first of continuous and then of
automatic delivery of Al03 into the bath.

L. Aluminum--Production 2. Aluminum--Electrolysis 3. Ind i LG.
Elanc'ltsz—/—gesign 4. Industrial plants----Ecp.lipmen‘cy * Industrial
ar
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AUTHORS::

TITLE:

PERIODICAL:

ABSTRACT

AVAILADLE:

Card 1/1

Bershteyn, Ya.A. and Purits, M.F. 136-58-3-20/21

———

The first.aluminium works in Africa (Pervyy alynziniyevyy zavod
v Afrike)

Tsvetnyye Metally, 1958. Nr.3. pp. 90-93 (ussn)
An account is given of a new aluminium works in the French

Cameroons. The article is based on non-Slavie sources of
information. There are 6 figures and 7 non-Slavic references.

Library of Congress,

1, Aluminum industry-Africa
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| \UTHORS: _pecshbieyn, Ya.A. and Purits, M.F. S0V/156~58-9-20/21
ALTIE: The Aluminium Industry of ¥rance and the Construction of a

wew Aluminium Works Based on the Lac Natural-gas Deposits
(Alyuminiyevaya promyshlennost' Frantsii i stroitel'stvo
novogo alyuminiyevogo zavoda na bagze prirodnogo gaza
mestorozhdeniya Lak)

FERIODICAL:  Tsvetnyye Metally, 1958, Nr 9, Tp 8% ~ 88 (USSR)

ABSTHRACT: The authors review the development of the aluminium industry
in France and the French African possessions and go eon to
consider in some detail the possibilities of basing an
aluminium works on the natural gas deposits recently dig-
covered in S.W. France near the Pyréndes.

There are 1 figure and 16 references, 6 of which are
English, 6 Prench and 4 Soviet.

1. Aluminum industry--France 2. Natural gas--France
tard 1/1
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BERSHTEYN, Ya.A.
'\—\_—-—.\
First aluminum plant in Noger (France). TSvet. met 33 no.8:8u.87

Ag '60. (MIBA 13:8
(France—Netallurgical plants) %8
(Alusd num—~Blectrometal lurgy)
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BEISTK, M.

Increasing 1 .
p. 164, g loom revolutions and labor productivity in the Utex Natianal Enterprise.

(Textil, Vol, 12, no. 5, May 1957. Praha, Csechoslovakia)

80: Monthly List of Bast Buropean Accessions (EEAL) LG, Vol, 6, no. 10, October 1957. Uncl.

."E&
3
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BERSIK, Miroslav; TRDLIKAT, Jaroslav

Material ineentives, an effective tool for increasing the labor
productivity. Prace 10 no.2:65-71 F 162.

1. Ministerstvo spotrebniho prumyslu (for Bersik). 2. Vyzlumn
ustav pletersky, Brno (for Trdlikat), TR
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MEDKOVA, L.; BERSKY, K,; BUBLIKOVA, D.; HJRK, Fr,

Appearance of atrabismis in chil ’
dr
toxemia, Cesk. ofth, 15 nb.h:aslhz;; ‘o:gm;;her vith late proguancy
1. Ocni oddeleni oUNZ v Opa
Ve, prednosta prim, dr. g,
:or;gni;lm-gnekologlch oddeleni OUNZ v Opave, pregnogtt::nfim
1,. Deic Datske oddeleni OUNZ v Opave, prednosia rrim, dr T
sychiatriclm lecebma v Opave, reditel dr. Pr. Hajek PO N Tk

(STRABISMUS, etiol, & pathogen) (PREGNANCY TOXEMIAS, compl, )
3 .
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BERSLAVSKIY, A,S., kand, med.nauk; TSARIEOVSKAYA, N.G., kand.med.nauk

e g O R A B

Rffect of 1odine preparations on the level of thyrotropic hormones
in the blood in patients with thyrotoxicosis. Sov.med, 23 no,9:
88-91 s 's9, (MIRA 13:1)

1, Iz otdela gistofisiologli (rukovoditel® - prof, B.V. Aleshin) 1
Klinicheskogo otdela (rukovoditel' - prof, M.A, Kopelovich) Ukrain-
skogo instituta eksperimental'noy endokrinologii (dir, - kand.med,
nauk 5.V, Maksimov)..

(lm'nmmmlsn blood)

(I0DINE pharmacol. )

(THYROTROPIN blood)

APPROVED FOR RELEASE: 06/08/2000 CIA-RDP86-00513R000205020017-4"



"APPROVED FOR RELEASE: 06/08/2000 CIA-RDP86-00513R000205020017-4

BERSNEV, Pavel Andreyevich

[The people's agricultural university] Narodnyi
seltskokhoziaistvennyi uriversitet. Moskva, Prof-
izdat, 1964. 69 Ep. (MIRA 18:12)
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MYL'NIKOV, V.A., ingh.; BERSON, A.I., inzh.
—“

Making precision dividing disks. Mash,Bel. no.5:127-139 " '58,
: - ’ : (MIRA 12:11)

(Dividing engines)
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.

BERSON, A.I.

Precise machiningbof parts shaped as bedies of revelution.
Mashinostroitel! ne,li34 Ja '&2, (MIRA 15:1)
(Grinding and pelishing)
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.. HERSON, AL |
SR Device for applying inscriptions. Meshinostroitel' no.8129

Ag ‘62, I (MIRA 15:8)
(Engraving machines) :
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PLESHAXOV, I.B.; NBSVIT, D.S.; HERSON, G.L.

Stratigraphy of Kronotskiy Tertiary sediments along the eastern

shores of the Kamchatka Peninsula, Avtoref. nauch., trud, VNIGRI

no,17:205=-207 '56, . . (MIRA 11:6)
(Xamchatka--Geology, Stratigraphic) \
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BERSON, G.L.; DEMIDOVICH, L.V,
'-—-———-—-—'-‘-"'“—-—" .

Some data on the jointing of Tertiary rocks of the Kamchatka
Peninsulp in conneegion with their reservoir properties,
Trudy VNIGRI no.165:208-236 '61.' (MIRA 14:8)
(% ol tka—011 sands--Permeability)

{Jednts (Geology))
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BERSON, G.L.; LOPATINA, S.K,

e
PRRSS e aad

Reservoir properties of rocks of the Bogachevka series in the
Kronotskiy region on the eastern coast of Kamchatka, Trudy
VNIGRI no.1863327-341 '61. (MIRA 15:3)
(Kronotskiy region~-Petroleum geology)
(Xronotskiy region—-Gas, Natural--Geology)
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DERSON, Garri Zalmanovich, kand. sel‘khoz, nauk, Prinimal
“ichastiye’ MﬁﬁCHERYAKov V.1.; SAZONOVA, L,V,, spsts,
red,

[Bydroponics in the Far Nor*h] Gidroponika mna Krainem

Severe., Murmansk, Murmanskos knizhnoe izd-vo, 1964, 126 p,
(MIRA 18:5)

1. Zamestitel! direktora Murmanskoy olenevodcheskoy opytnoy

stantsii (for Meshcheryskov).
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The second moment of the Vr'xkt;roléa'r . B104
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ASSOCIATION: 1Institut organicheskogo sinteza AN Latv. SSR, Riga
(Institute of Organic Synthesis AS LatSSR, Riga) r

SUBMITTED; June 25, 1962 (initially)
August 22, 1962 (after revision)

" Card 3/3
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TANATAR, I.Ya,; ZAKHAROV, M.V., polkovnik, redaktor; .ABR&OM, 1.B., mayor,
redaktar; NIKITIN, G.N., tekhnicheskiy redalktor. )

[Aerology; method of pilot balloon observations from one point]
Aerologiia; metod sharov-pilotov, nabliudaemykh s odnogo punkta,
Moskva, Voennoe izd-vo Ministerstva voorutzhennykh sil Soiusza SSR,
1948, 346 p. [Microfilm) (MIRA 8:1)
(Meteorology--Cbservations) (Balloons, Pilot)
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